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Applicant 申請廠商: Pantech Tape Co., Ltd. Date 日期 : Aug 21, 2015 
 No. 8, Alley 98, Lane 800, 

Chung-Shan South Road, 
Yangmei, Taoyuan 32669 
  
  

 

Sample Description 樣品敘述: 
One (1) group of submitted samples said to be : 
以下測試樣品乃供應商所提供及確認: 
Sample Description 
樣品名稱 

: PO/PET 保護膜 (PO/PET PROTECTION TAPE) 

Style / Item No. 
產品型號 

: PONA 系列, PO 保護膜系列 

Series No.  
系列號碼 

: PONA100/PONA100-60g/PO130A 
PO130A-145,PO140,PO801/PO802 
PO805,PO703 

Country of Origin 
原產地 

: 台灣 

Supplier’s Name 
供應商名稱 

: 全科企業股份有限公司 

Date Sample Received 
收件日期 

: Aug 14, 2015 

Date Test Started 
開始測試日期 

: Aug 14, 2015 

 
 
 

 
Test Conducted 測試執行: 

As requested by the applicant, for details please refer to attached pages. 
依申請商之要求, 細節請參考附頁. 
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Test Result Summary 測試結果: 

Result 結果 
Test Item 
測試項目 

Unit 
單位 

Test Method 
測試方法 

Mixed all kinds of samples 
(release liners were 

excluded) 

RL 

Halogen Content 鹵素含量 

Fluorine (F) 氟 ppm ND 50 

Chlorine (Cl) 氯 ppm ND 50 

Bromine (Br) 溴 ppm ND 50 

Iodine (I) 碘 ppm 

With reference to  
EN 14582:2007 by combustion 
bomb with oxygen and 
determined by Ion 
Chromatography. 
參考 EN 14582:2007，以氧彈

燃燒集氣法並用離子層析儀分

析。 ND 50 

 
Remarks: 
備註 

ppm
  

= Parts per million based on weight of tested sample = mg/kg 
百萬分之一，依據測試樣品重量計算 = 毫克/公斤 

 ND = Not detected 未檢測出 
 RL = Reporting limit, quantitation limit of analyte in sample 報告極限，測試樣品之定量偵測極限  
 Test results were for reference only and might not represent the real content in each component as the 

composite sampling procedure was according to the special request of client. Please be noted the fewer 
components are mixed up, the better representation of sampling will get. 
依據客戶要求進行混合測試，故本測試結果僅供參考，且該混測結果不一定能代表各分測結果。請注意混測

數量越少，各樣品取樣代表性會越佳。 
 
Responsibility of Chemist 分析人員 : Vico Lin 
 
Date Sample Received 樣品收件日期 : Aug 14, 2015 
Test Period 樣品測試期間 : Aug 14, 2015 to Aug 20, 2015 
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Measurement Flowchart 測試流程圖: 
 
Test for Halogen Content 鹵素測試 
Reference Standard 參考方法：EN 14582 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
  

 
 
 

Add absorbent in a combustion bomb & place 
weighed sample into sample cup 

將吸收液倒入氧彈瓶內並將樣品秤重放入 

Fill oxygen into the combustion bomb 
將氧氣充入氧彈瓶 

Ignite then leave the bomb at room 
temperature  

點火，俟燃燒完全後靜置至室溫 

Transfer the absorbent into a volumetric flask
將吸收液移入定量瓶 

Make up with deionized water 
以去離子水定量 

Sampling 
取樣 

Analyzed by Ion Chromatography 
以離子層析儀分析 
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End of Report 
 

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular course of action. Intertek 
does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the 
terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save as provided for in 
those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this 
report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
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