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CHUNG SHAN SOUTH ROAD 
YANGMEI TAOYUAN 32669 
  

 

 
樣品敘述 SAMPLE DESCRIPTION: 

ONE (1) GROUP OF SUBMITTED SAMPLES SAID TO BE : 
SAMPLE DESCRIPTION 
樣品名稱 

: 壓紋 PE保護膠帶  

STYLE / ITEM NO. 
產品型號 

: 壓紋 PE保護膠帶(HT-02&HT-03) 

COUNTRY OF ORIGIN 
原產地 

: 台灣 

SUPPLIER’S NAME 
供應商名稱 

: 全科企業股份有限公司 

DATE SAMPLE RECEIVED 
收件日期 

: OCT 12, 2007 

DATE TEST STARTED 
開始測試日期 

: OCT 15, 2007 

*************************************************************************** 
 
測試執行 TEST CONDUCTED: 

依申請商之要求, 細節請參考附頁. 
AS REQUESTED BY THE APPLICANT, FOR DETAILS PLEASE REFER TO ATTACHED PAGES. 
*************************************************************************** 
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(Ⅰ) TEST RESULT SUMMARY :  

TESTING ITEM RESULT (ppm) 

 
MIXED TWO KINDS OF 
TRANSPARENT TAPE 

CADMIUM (Cd) CONTENT / 鎘含量 ND 

LEAD (Pb) CONTENT / 鉛含量 ND 

MERCURY (Hg) CONTENT / 汞含量 ND 

CHROMIUM VI (Cr6+) CONTENT / 六價鉻含量 ND 

POLYBROMINATED BIPHENYLS (PBBs) / 多溴聯苯  

MONOBROMINATED BIPHENYLS (MonoBB) / 單溴聯苯 ND 

DIBROMINATED BIPHENYLS (DiBB) / 二溴聯苯 ND 

TRIBROMINATED BIPHENYLS (TriBB) / 三溴聯苯 ND 

TETRABROMINATED BIPHENYLS (TetraBB) / 四溴聯苯 ND 

PENTABROMINATED BIPHENYLS (PentaBB) / 五溴聯苯 ND 

HEXABROMINATED BIPHENYLS (HexaBB) / 六溴聯苯 ND 

HEPTABROMINATED BIPHENYLS (HeptaBB) / 七溴聯苯 ND 

OCTABROMINATED BIPHENYLS (OctaBB) / 八溴聯苯 ND 

NONABROMINATED BIPHENYLS (NonaBB) / 九溴聯苯 ND 

DECABROMINATED BIPHENYL (DecaBB) / 十溴聯苯 ND 

POLYBROMINATED DIPHENYL ETHERS (PBDEs) / 多溴聯苯醚  

MONOBROMINATED DIPHENYL ETHERS (MonoBDE) / 單溴聯苯醚 ND 

DIBROMINATED DIPHENYL ETHERS (DiBDE) / 二溴聯苯醚 ND 

TRIBROMINATED DIPHENYL ETHERS (TriBDE) / 三溴聯苯醚 ND 

TETRABROMINATED DIPHENYL ETHERS (TetraBDE) / 四溴聯苯醚 ND 

PENTABROMINATED DIPHENYL ETHERS (PentaBDE) / 五溴聯苯醚 ND 

HEXABROMINATED DIPHENYL ETHERS (HexaBDE) / 六溴聯苯醚 ND 

HEPTABROMINATED DIPHENYL ETHERS (HeptaBDE) / 七溴聯苯醚 ND 

OCTABROMINATED DIPHENYL ETHERS (OctaBDE) / 八溴聯苯醚 ND 

NONABROMINATED DIPHENYL ETHERS (NonaBDE) / 九溴聯苯醚 ND 

DECABROMINATED DIPHENYL ETHER (DecaBDE) / 十溴聯苯醚 ND 
 

ppm  = PARTS PER MILLION REMARKS : 
ND = NOT DETECTED 

******************************************************************************
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(Ⅱ) TEST METHOD : 
TESTING ITEM TESTING METHOD REPORTING LIMIT 

CADMIUM (Cd) CONTENT 
鎘含量 

WITH REFERENCE TO USEPA 3052, BY 
MICROWAVE DIGESTION AND 
DETERMINED BY ICP-OES 

2 ppm 

LEAD (Pb) CONTENT 
鉛含量 

WITH REFERENCE TO USEPA 3052, BY 
MICROWAVE DIGESTION AND 
DETERMINED BY ICP-OES 

2 ppm 

MERCURY (Hg) CONTENT 
汞含量 

WITH REFERENCE TO USEPA 3052, BY 
MICROWAVE DIGESTION AND 
DETERMINED BY ICP-OES 

2 ppm 

CHROMIUM VI (Cr6+) CONTENT 
六價鉻含量 

AS PER APPLICANT’S REQUEST WITH 
REFERENCE TO USEPA 3060A & 7196A, 
BY ALKALINE DIGESTION AND 
DETERMINED BY UV-VIS 
SPECTROPHOTOMETER 

1 ppm 

POLYBROMINATED BIPHENYLS 
(PBBs) 
多溴聯苯 

WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY HPLC-DAD OR GC-MSD  

5 ppm 

POLYBROMINATED DIPHENYL 
ETHERS (PBDEs) 
多溴聯苯醚 

WITH REFERENCE TO USEPA 3540C, BY 
SOLVENT EXTRACTION AND DETERMINED 
BY HPLC-DAD OR GC-MSD  

5 ppm 

 
REMARK : REPORTING LIMIT = QUANTITATION LIMIT OF ANALYTE IN SAMPLE 
****************************************************************************** 

END OF REPORT 
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