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 No. 8, Alley 98, Lane 800, 

Chung-Shan South Road, 
Yangmei, Taoyuan 32669 
  
  

 

Sample Description 樣品敘述: 
One (1) group of submitted samples said to be : 
以下測試樣品乃供應商所提供及確認: 
Sample Description 
樣品名稱 

: PET 電氣絕緣膠帶 (POLYESTER ELECTRICAL TAPE) 

Style / Item No. 
產品型號 

: PT-25 系列,PT-50 系列 

Series No.  
系列號碼 

: PT-25LC,PT-25LW,PT-25LB,PT-25LL, 
PT-25/PT50 R 明藍、白、褐(BR)、黑 

Country of Origin 
原產地 

: 台灣 

Supplier’s Name 
供應商名稱 

: 全科企業股份有限公司 

Date Sample Received 
收件日期 

: Aug 17, 2011 

Date Test Started 
開始測試日期 

: Aug 17, 2011 

 
 
 

 
Test Conducted 測試執行: 

As requested by the applicant, for details please refer to attached pages. 
依申請商之要求, 細節請參考附頁. 
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(Ⅰ) Test Result Summary 測試結果: 

Result 結果 (ppm) 

Test Item 測試項目 
Mixed All Kinds 

Of Tapes 

(Release Liners 
Were Excluded) 

Halogen Content / 鹵素含量 

Fluorine (F) / 氟 ND 

Chlorine (Cl) / 氯 ND 

Bromine (Br) / 溴 ND 

Iodine (I) / 碘 ND 
 

Remarks: ppm  = Parts per million based on weight of tested sample 

備註  = 百萬分之一，依據測試樣品重量計算 
 ND = Not detected = 未檢測出 

 
Responsibility of Chemist 分析人員 : Irene Chiou / Cathy Chen 

 
Date Sample Received 樣品收件日期 : Aug 17, 2011 
Test Period 樣品測試期間 : Aug 17, 2011 To Aug 23, 2011 

 
 
 
(Ⅱ) Test Method 測試方法: 

Test Item 

測試項目 

Test Method 

測試方法 

Reporting Limit 

報告極限 

Halogen Content  
鹵素含量 

With reference to EN 14582:2007 by 
calorimetric bomb with oxygen and 
determined by ion chromatography 
參考EN 14582:2007，以氧彈燃燒集氣法並用離

子層析儀分析。 

50 ppm 

 
Remark: Reporting Limit = Quantitation limit of analyte in sample 
備註 報告極限 = 測試樣品之定量偵測極限 
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(Ⅲ) Measurement Flowchart 測試流程圖: 
 

Test For Halogen Content 鹵素測試流程圖 
Reference Standard 參考方法：EN 14582 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

End of Report 
 
 
 

將吸收液倒入氧彈瓶內並將樣品秤重放

入 
Add absorbent in a 
calorimetric bomb & place 
weighed sample in equipment 

將氧氣充入氧彈瓶 
Fill oxygen into 
calorimetric bomb 

點火，俟燃燒完全後靜置至室溫 
Ignite then leave the flask 
at room temperature  

將吸收液移入定量瓶 
Transfer the absorbent into 
a volumetric flask 

以去離子水定量 
Make up with deionized water 

取樣、磨粉或切碎 
Sampling/grinding or cutting

以離子層析儀分析 
Analyzed by ion 
chromatography 



  

  

  

 
 
 
 
 
  
 

 Number : TWNC00220502 
 
Test Conducted 
 

Page 4 of 4  
Intertek Testing Services Taiwan Ltd. 

8F., No. 423, Ruiguang Rd., Neihu District, Taipei 114, Taiwan, R.O.C. 
全國公證檢驗股份有限公司 
114 台北市內湖區瑞光路 423 號 8 樓 

Tel: (+886-2) 6602-2888．2797-8885 Fax: (+886-2) 6602-2400．6602-2401 
 

 
Photo 

 

 

 

 

  

 

 

  

 
    

 
 

 
 


		2011-08-25T17:09:57+0800
	Consumer Goods – Taiwan




